A novel method based on nano-scale precipitation hardening has been studied to strengthen copper-bearing ferrite antibacterial stainless steel. Bimodal precipitations can be observed after antibacterial annealing and low temperature aging treatment, which are large rod-shaped precipitates and nano-sized spherical precipitates, respectively. Due to two different morphological precipitates, the strength of the material is significantly improved without sacrificing formability, and at the same time, the excellent antibacterial properties remain. Under low temperature aging treatment, there is no obvious evidence to show the segregation at the interface between the rod-shaped copper precipitation and the matrix due to the low segregation coefficient of copper. The nano-sized copper precipitation uniformly nucleated and distributed on the matrix. The optimized heat treatment process is antibacterial annealing at 800 • C for half an hour followed by one-hour-aging treatment at 550 • C.
Introduction
With the improvement of living standards, antibacterial materials have become more and more popular nowadays for reducing the risk of bacterial infection [1] . More and more attention has been paid to antibacterial stainless steel because of its dual characteristics of structural material and antibacterial functional material [2, 3] . Copper-bearing ferrite stainless steel has developed rapidly in recent years due to its low cost and good formability [4] [5] [6] . The excellent antibacterial property relies mainly on Cu 2+ sterilization generated during the electrochemical reaction process [7, 8] . The average daily release of Cu measured in Cu-bearing antibacterial stainless steel is much smaller than the daily recommended amount for the human body [9] . Low concentration of Cu 2+ under a critical value is nontoxic and can improve the bone density of the human body [10, 11] . However, only if the copper element precipitates out as copper precipitation and grows to a certain size can the copper precipitation kill the bacteria. When the copper element dissolved in the matrix or the size of copper precipitation is too small, the material cannot receive the antibacterial function [12] [13] [14] . So far, most copper-bearing ferritic antibacterial stainless steels are annealed at 800 • C to obtain rod-shaped copper precipitation with lengths of about 500 nm and widths of about 50 nm. Though the large copper precipitation gives the material excellent antibacterial properties, it cannot increase the strength of the material. The copper precipitation that plays the role of precipitation strengthening is very small and uniformly dispersed.
Materials and Experiments
The tested steel in the current study was provided by Taiyuan Iron and Steel Corporation.
The chemical composition of the tested steel is given in Table 1 . The tested steel was hot-rolled to 4 mm thick after being forged, and then the slabs were cold-rolled to 1 mm thickness. After solution annealing at 970 • C for five minutes, the antibacterial annealing was performed at the temperature of 800 • C in this paper. Time of the antibacterial annealing is 0.5 h or 6 h. Aging at low temperature followed. Time of the aging is 0.5~1.5 h. The heat treatment schematic diagram is shown in Figure 1 . When annealed at 970 • C, the copper element also dissolved Cu in the ferrite matrix. When annealed at 800 • C, the rod-shaped copper precipitation would be obtained, which can give the material excellent antibacterial properties. When annealed at 500/550 • C, the nano-sized copper precipitation would be obtained, which can improve the strength of material. The copper precipitation was characterized by transmission electron microscopy (TEM), FEI Tecnai F20 (Hillsboro, OR, USA). Size of the specimen is φ3 mm × (<50 μm). The sample number of each process is three. The samples were prepared by double-jet thinning in the electrolyte of 5% perchloric acid and 95% glacial acetic acid. Specimens for hardness test were first ground with 1500-grit silicon carbide paper and then polished with 0.1 μm diamond paste. The hardness test was performed by Vickers microhardness tester (MVK-H21, Shanghai, China). The load was 500 g and the loading time was 10 s. Specimen size was 10 mm (rolling direction) × 8 mm × 1 mm. Number of tests was 5. The tensile specimens with 1.0 mm in thickness were cut from the sheet parallel to the rolling direction by a wire-electrode machine. The gauge length was 25 mm. After removal of oil and oxide skin, the samples were tested on a SANS XYB605C universal testing machine (MTS Corporation, Eden Prairie, MN, USA) at a speed of 1 mm/min. Three times for each condition were performed. According to GB/T4156-2007, the size of the sample for formability test was 70 mm × 70 mm × 1 mm. The test was performed on sheet forming machine, Zwick-BUP600(Ennepeta, Germany). Three samples were prepared to average the Erichsen index (EI) value. All samples were cut from the middle of the sheet.
According to JIS Z 2801:2012, the antibacterial tests were performed by Test Center of Antibacterial Materials, Technical Institute of Physics and Chemistry, Chinese Academy of Sciences, Beijing. The size of the antibacterial sample was 50 mm × 50 mm × 1 mm. Three samples were prepared to take the average of the antibacterial rate. The type of bacteria was E. coli. (ATCC 25922). The tested samples were sterilized by boiling at 121 °C for 20 min. 0.4 mL of the culturing solution containing the bacteria with (2.5-10) × 10 5 cfu/mL was added on the tested steel. After incubating on the samples, the culturing solution was incubated for 24 h at 35 ± 1 °C on the nutrition agar plate.
Results and Discussion
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Results and Discussion
Microstructure
The morphology and microstructure of copper precipitation before and after aging at 550 • C are shown in Figure 2 . Figure 2a shows the microstructure before aging, where only rod-shaped copper precipitations with length of about 400 nm and width of about 80 nm appeared. There is no fine copper precipitation on the matrix. Microstructures of copper precipitation after aging at 550 • C for half an hour are shown in Figure 2b . In addition to the huge rod-shaped copper precipitation, there are also some very fine spherical copper precipitations on the matrix. Some fine spherical copper precipitations with the size of about 5 nm appeared on the substrate. Bimodal precipitations are obtained, namely the rod-shaped copper precipitation and nano-sized copper precipitation. As the aging time increases, the fine copper precipitations continue to grow. When the aging time extends to one hour, the size of the fine copper precipitations reaches about 20 nm, as shown in Figure 2c . From the FFT image of the region in the yellow square box, the structure of the nano-sized copper precipitation is FCC, and a stress ring can be observed around the fine copper precipitate. This is because the atomic radius of iron and chromium are smaller than the atomic radius of copper, and the copper precipitations have the FCC structure, which is different from the BCC structure of the matrix, so the atomic arrangement at the interface is distorted. As shown in Figure 2d , when the aging time is extended to 1.5 h, the size of fine copper precipitation increases to 50 nm. copper precipitation on the matrix. Microstructures of copper precipitation after aging at 550 °C for half an hour are shown in Figure 2b . In addition to the huge rod-shaped copper precipitation, there are also some very fine spherical copper precipitations on the matrix. Some fine spherical copper precipitations with the size of about 5 nm appeared on the substrate. Bimodal precipitations are obtained, namely the rod-shaped copper precipitation and nano-sized copper precipitation. As the aging time increases, the fine copper precipitations continue to grow. When the aging time extends to one hour, the size of the fine copper precipitations reaches about 20 nm, as shown in Figure 2c . From the FFT image of the region in the yellow square box, the structure of the nano-sized copper precipitation is FCC, and a stress ring can be observed around the fine copper precipitate. This is because the atomic radius of iron and chromium are smaller than the atomic radius of copper, and the copper precipitations have the FCC structure, which is different from the BCC structure of the matrix, so the atomic arrangement at the interface is distorted. As shown in Figure 2d , when the aging time is extended to 1.5 h, the size of fine copper precipitation increases to 50 nm. 
Antibacterial Test
The photos of antibacterial effect against E. coli. are shown in Figure 3 . Figure 3a is the negative comparison sample, where a large amount of bacteria is shown. Figure 3b ,c are antibacterial results before and after low temperature aging, respectively. Few bacteria can be seen on both of the two 
The photos of antibacterial effect against E. coli. are shown in Figure 3 . Figure 3a is the negative comparison sample, where a large amount of bacteria is shown. Figure 3b ,c are antibacterial results before and after low temperature aging, respectively. Few bacteria can be seen on both of the two samples, which indicate that low temperature aging will not reduce the antibacterial properties of the material. samples, which indicate that low temperature aging will not reduce the antibacterial properties of the material. 
Hardness
The hardness change of the antibacterial stainless steel of different heat treatments is shown in Figure 4 . When 2.0% copper is completely dissolved in the matrix before annealing, the hardness of the tested steel is 169 ± 1.5 HV. After antibacterial annealing at 800 °C for 0.5 h and 6 h, the hardness of material decreases to 159.7 ± 1.5 HV and 145.7 ± 2.5 HV, respectively, as shown in Figure 4a . The decrease in the hardness of the material is due to the high antibacterial annealing temperature, and the size of the rod-shaped copper precipitates is particularly large, which has no precipitation strengthening effect on the steel. On the other hand, due to the added copper atom, the local non-uniformity in the lattice makes plastic deformation more difficult by impeding dislocation motion. Hence, the hardness can be improved. The effect of solid solution strengthening is proportional to the content of copper element. The content of Cu dissolved in the ferrite matrix decreases because of the rod-shaped copper precipitation, reducing the effects of solid solution strengthening, and thus, the hardness decreases. After antibacterial annealing for 0.5 h, a low temperature aging treatment is performed. When aged at 500 °C and 550 °C, the hardness of the tested steel both increases first and then decreases with time as shown in Figure 4b , which is because of the nucleation of nano-copper precipitation during aging treatment. As the aging time prolongs, the nano-sized copper precipitation gradually grows up and the hardness of the material increases. When the aging time is further increased, the over-aging occurs, which results in the formation of large-size copper precipitation, and thus, the hardness is reduced. The optimum aging time is one hour, whether aged at 500 °C or 550 °C. Under these conditions, the hardness values of the samples both reach peaks, namely 209.7 ± 1.5 HV and 234.3 ± 1.5 HV. In addition to the aging process, the antibacterial annealing time also has a great influence on the hardness. When the antibacterial annealing time is extended to 6 h, the hardness of the sample aged at 500 °C and 550 °C for 1 h decreases to 205.3 ± 1.2 HV and 212.7 ± 1.5 HV from 209.7 ± 1.5 HV and 234.3 ± 1.5 HV, respectively, as shown in Figure 4c . It can be seen that the strengthening effect of aging treatment will be weakened over the antibacterial annealing time. This is because the size of rod-shaped copper precipitates increases over antibacterial annealing time, along with the reduction of copper content in the matrix, resulting in decreasing of the hardness of the samples. The hardness changing above indicates that the mechanical properties of antibacterial stainless steel can be improved by aging treatment. The optimized heat treatment process is antibacterial annealing at 800 °C for half an hour followed by aging at 550 °C for one hour. Figure 5 shows the engineering stress-strain curves of the tested steel and the mechanical properties are listed in Table 2 . The conventional production process for Cu-bearing ferritic antibacterial stainless steel is annealing at 800 °C for 6 h to obtain big enough rod-shaped copper precipitation and meet the antibacterial property. The yield strength and tensile strength of the conventional sample with no aging are 309 ± 3 MPa and 403 ± 2 MPa, respectively. While the novel 
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indicated that the yield strength and tensile strength are about 350 MPa and 480 MPa, respectively, when the material is under the process of hot rolling +850 °C × 10 h + cold rolling + 880 °C × 1 min in Fe-17.46Cr-1.44Cu-0.027C-0.023N alloy [29] . Though aging is performed in some studies, the yield strength and tensile strength are about 320 MPa and 515 MPa, respectively, when the material is under the process of 860 °C × 1 h + 550 °C × 4 h in Fe-17.15Cr-1.50Cu-0.023C-0.025N alloy [30] . The strengths in above studies are lower than that of this paper in novel process. Figure 6 shows the relationship between formability and heat treatment. The Erichsen index (EI) is always used to describe formability property, and higher EI value indicates better formability Figure 5 shows the engineering stress-strain curves of the tested steel and the mechanical properties are listed in Table 2 . The conventional production process for Cu-bearing ferritic antibacterial stainless steel is annealing at 800 • C for 6 h to obtain big enough rod-shaped copper precipitation and meet the antibacterial property. The yield strength and tensile strength of the conventional sample with no aging are 309 ± 3 MPa and 403 ± 2 MPa, respectively. While the novel process in current study is annealing at 800 • C for 0.5 h and then aging at 550 • C for 1 h, the yield strength and tensile strength of the novel process with aging are 472 ± 3 MPa and 577 ± 4 MPa, respectively. The increase in yield strength is 163 MPa (52.75%) and that in tensile strength is 174 MPa (43.18%). The strength of a material is dependent on how easily dislocations can move. The nano-sized particles impede the movement of dislocations. Hence, the mechanical properties can be improved. The total elongation is reduced from 27 ± 1.0% to 22 ± 1.2%. The strengths are obviously improved and the total elongation is only slightly reduced. Yin has demonstrated that the yield strength and tensile strength are about 350 MPa and 490 MPa, respectively, when the antibacterial annealing is between 1 to 6 h in Fe-21.2Cr-1.52Cu-0.16Nb-0.13Ti-0.31Ni alloy [27, 28] . Lin et al. have indicated that the yield strength and tensile strength are about 350 MPa and 480 MPa, respectively, when the material is under the process of hot rolling +850 • C × 10 h + cold rolling + 880 • C × 1 min in Fe-17.46Cr-1.44Cu-0.027C-0.023N alloy [29] . Though aging is performed in some studies, the yield strength and tensile strength are about 320 MPa and 515 MPa, respectively, when the material is under the process of 860 • C × 1 h + 550 • C × 4 h in Fe-17.15Cr-1.50Cu-0.023C-0.025N alloy [30] . The strengths in above studies are lower than that of this paper in novel process. [30] . The strengths in above studies are lower than that of this paper in novel process. Figure 6 shows the relationship between formability and heat treatment. The Erichsen index Figure 6 shows the relationship between formability and heat treatment. The Erichsen index (EI) is always used to describe formability property, and higher EI value indicates better formability [31] .
Formability
The EI values of tested steel with different heat treatment are shown in Figure 6a . The EI value of the sample after solid solution treatment is 5.50 ± 0.20 mm. With the subsequent antibacterial annealing treatment, the EI values begin to increase. The EI value increases from 6.49 ± 0.62 mm to 6.75 ± 0.37 mm as the annealing time grows from 0.5 h to 6 h. However, EI value decreases as a consequence of low temperature aging treatment. The EI value of the sample with process of 800 • C × 0.5 h-550 • C × 1 h is 5.09 ± 0.05 mm, and that of the sample with process of 800 • C × 0.5 h-550 • C × 1 h is 5.13 ± 0.21 mm. The cupping force-travel curves are plotted in Figure 6b , where the cupping force is inversely proportional to the cupping travel. The comprehensive analysis of Figures 4 and 5 shows that the higher strength, the worse formability. However, no significant change in formability behavior can be observed aspired by the stable Erichsen index, which also demonstrates that the nano-sized copper precipitation can obviously improve the strengths and plasticity is only slightly reduced.
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Solid Solubility of Copper
The optimal antibacterial annealing temperature of Cu-bearing ferrite antibacterial stainless steel is proved to be 800 °C, at which temperature, almost all bacteria are killed. According to the thermodynamic database TCFE7, the mass fraction of copper precipitation in Fe-17Cr-2Cu alloy with temperature can be calculated by Thermo-Calc software, which is shown in Figure 7 . What can be seen from the calculation result is that 1.18 wt.% of Cu can be precipitated as copper precipitation when the annealing temperature is 800 °C. At the same time, 0.82 wt.% Cu is dissolved in the matrix as a solid solution. When the samples cool down to room temperature, the amount of copper dissolved in the matrix is still supersaturated. In addition, antibacterial annealing time is not long enough to reach a thermodynamic equilibrium. The Cu content in the matrix is more than 0.82 wt.%, which is much higher than the solid solubility of copper in the steel matrix. Therefore, when the tested steel is annealed at a low temperature, the supersaturated Cu element in the matrix can be nucleated and precipitated. Therefore, from the thermodynamic point of view, the age hardening effect of copper in antibacterial stainless steel can be achieved. 
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Segregation
According to the metallography theory, the defects such as dislocations, subgrain boundaries, grain boundaries, and surfaces in the material can add an additional distortion energy to the system. In order to reduce the distortion energy, the solute atoms will spontaneously diffuse from the original crystal lattice to the defects. Hence, there is always a partial segregation existing in the crystal defect. Based on the statistical mechanics, it is assumed that there is no interaction between the atoms of the segregated element near the crystal defect, and the defect region is considered to be an irregular ideal solid solution according to the equilibrium thermodynamics of segregation, where the relationship of the adsorption of solute atoms on crystal defects is derived [32] :
where C g and C 0 represent the equilibrium concentration of the solute and the segregation concentration at the defect, respectively. ∆U is the free energy of segregation, and T is the absolute temperature (K). When C 0 << 1, the above formula can be simplified to:
Let ∆G = N 0 ·∆U, then the above formula can be converted into:
It can be seen from the above formula, that in addition to the concentration of solute elements, the free energy of segregation is the primary influencing factor that determines the degree of solute segregation. In steel, the upper limit of ∆G value of Cu element is 1 J/mol [32] . The relationship between the segregation of Cu element and the temperature calculated according to the Equation (3) is shown in Figure 8 .
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Nucleating Location
It can be seen that a small amount of segregation occurs in the lattice defects of the steel due to the presence of Cu element. This is because the atomic radius of Cu and the atomic radius of Fe and 
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Conclusions
This paper investigated the microstructure evolution, variation in mechanical properties and precipitation behavior during the aging process in Cu-bearing antibacterial stainless steel.
1. The microstructure observation shows that nano-sized copper precipitation can be formed during low temperature aging following the antibacterial annealing. Bimodal precipitations are Figure 9 . The nano-sized copper precipitation at the interface between rod-shaped copper precipitation and matrix.
1.
The microstructure observation shows that nano-sized copper precipitation can be formed during low temperature aging following the antibacterial annealing. Bimodal precipitations are obtained, namely the rod-shaped copper precipitation and nano-sized copper precipitation.
2.
Due to the low segregation coefficient of copper, the nano-sized copper precipitations nucleate and grow uniformly in the material. With the increase of aging temperature and aging time, the size of the nano-sized copper precipitation increases. The optimal aging process is aging at 550 • C for one hour.
3.
The mechanical properties can be also improved by decreasing the antibacterial annealing time.
The best process combination is antibacterial annealing at 800 • C for half an hour followed by aging at 550 • C for one hour. Under this process, the yield strength and tensile strength of the material get the maximum increase. Plasticity and formability is only slightly reduced, and at the same time, the excellent antibacterial property remains.
